UDOT Minimum Sampling and Testing Requirement  Revised: May 2006

02967 Surface Repaving

02967 | Standard Specification

Related ltems: N/A

Type of Construction:  Surface Repaving
Submittals:
Quality Assurance:  Scarified Depth Check

Assurance Frequency: 500 ft control section
125 ft sublot
One test per sublot

Point of Acceptance:  Scarified mat
Out of Spec Action:  Make operational adjustments to obtain specification results.

Documentation/Report:

Type of Construction:
Submittals:

Quality Assurance:  Temperature Requirements
(Recycled mix)

Assurance Frequency:  As necessary to assure specification compliance.
Point of Acceptance:  Scarified mat
Out of Spec Action:  Make operational adjustments to obtain specification results.

Documentation/Report:

Type of Construction:
Submittals:
Quality Assurance:  (Minimum Compaction Temperature)
Assurance Frequency:  As necessary to assure specification compliance
Point of Acceptance: mat
Out of Spec Action:  Adjust compaction efforts to coincide with paving operations.

Documentation/Report:

*Performed or approved by Region Lab  **Performed by Contractor and reviewed by Engineer Printed 6/2/2006
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